A process is described for the treatment of water contaminated by apolar compounds consisting of
halogenated solvents, aliphatic compounds, aromatic compounds or their mixtures which consists
in treaing the water with one or more apolar zeolites characterized by a silica/alumina ratio > 50 and
by the presence of struerural channels having dimensions similar to those of the molecules of the

contaminating compounds.



