
 

A signal-blocking cable comprises an external extruded continuous layer of polymeric material 

made of polymeric composition comprising polyvinylchloride, composite ether plasticizer, lead or 

calcium-zinc stabilizer, calcium stearate, calcium carbonate, diphenylolpropane and N-

phenylnaphthylamine. 

 
 

 


