
A mold-resistant paper is provided. The paper is coated on at least one surface with an anti-

microbial coating which includes polymerized siloxane and a fungicide. An antimicrobial paper 

coating and related methods are provided as well. A gypsum panel with improved resistance to 

mold and mildew is provided as well. 


