Lubricant contains acid synthetic emulsol, soda ash, ground chalk, sodium tartrate, water. Additionally, the
lubricant contains fatty tar, aerosil, slack lime. As acid synthetic emulsol it contains restored (product of electro-
coagulation processing) cutting fluid.



