
 
The invention relates to the lubricating materials for the shaftings, in particular to the 

traction gear boxes of locomotives. 
The lubricant contains bitumen, fluxing oil, and mineral oil. The lubricant additionally 

contains sulphurated tetrameter of propylene, copolymer of butylene and isoamilenes, zinc 
dialkyl dithiophosphate and/or zinc dialkyl phenyl dithiophosphate.  

 


